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REPORT: D89-32319.4 ( COMPLETE ) REFERENCE INFO: 0-300

CLIENT: BR0HM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-610 DATE PRINTED: 31-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold GO 0.008 OPT Fite Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE GO 8 -150 GO Assay Prep GO
Excessive Wetness 787
Saaple Pickup 1

_ .. 
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BONDAR-CLEGG 

Geochemical 
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.\ Dl\'ISIOt-,, OF INCHCAPE: INSPECTION & TESTl"..G SER\ ICES 

REPORT1 089-32319.4 ( COftPlETE) 

CLIENT: BROHfl "INIMG CORP. 
PROJECT: R&9-610 

1 Au 

ELEIOT 

Gold 

SAIIPLE TYPES 

t DRILL CORE 

REJIARKS1 Final 1'Klllts are reporttd. 

REPORT COPIES T01 IIR. JI" BARROM 
Im TT• aAl>ftftU 

tUIBER Of LOWER 
AHALYSES DETECTION LI"IT EXTRACTION 

0.002 OPT 

SIZE FRACTIONS IMIBER 
-----·--------

2 -150 

REFEREJCE INFO: 0-300 

SUBIUTTED BY: J. BARROM 
DATE PRINTED: 31-0CT-&9 

1£THO) 

Fin Assay 

SAIIPLE PREPARATIONS IUIBER 

AIH)' Pffp 
Excessive Uttness 
Sa•ple Pickup 

60 
727 

1 

INVOICE TO: IIR. JI" BARRON 

..------------------------------------------ --
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Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

MTE PRINTED; M-OCT-69
REPORT: 089-32319.4 PROJECT: R89-610 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au

HUMBER UNITS OPT NUMBER UNITS OPT

02 R89-610-0-5 0.0% 02 R89-610-200-205 0.005

02 R89-610-5-10 0.004 02 R89-610-205-210 0.007

02 R89-610-10-15 0.005 02 R89-610-210-215 0.008
02 R89-610-15-20 <0.002 02 R89-610-215-220 0.013
02 R89-610-20-25 0.007 02 R89-610-220-225 0.009

02 R89-610-25-30 0.006 02 R89-610-225-230 0.008
02 R89-610-30-35 0.005 02 R89-610-230-235 0.008
02 R89-610-35-40 0.004 02 R89-610-235-240 0.006
02 R89-610-40-45 0.004 02 R89-610-240-245 0.008
02 R89-610-45-50 <0.002 02 R89-610-245-250 0.004

02 R89-610-50-55 <0.002 02 R89-610-250-255 0.004

02 R89-610-55-60 <0.002 02 R89-610-255-260 0.003
02 R89-610-60-65 <0.002 02 R89-610-260-265 0.003

02 R89-610-65-70 <0.002 02 R89—610-265-270 0.002
02 R89-610-70-75 <0.002 02 R89-610-270-275 <0.002

02 R89-610-75-80 <0.002 02 R89-610-275-280 0.005
02 R89-610-80-85 <0.002 02 R89-610-280-285 0.025
02 R89-610-85-90 0.004 02 R89—610-285-290 0.006

02 R89-610-90-95 0.002 02 R89-610-290-295 0.024
02 R89-610-95-100 <0.002 02 R89-610-295-300 0.006

02 R89—610-100-105 <0.002
02 R89-610-105-110 0.002
02 R89-610-110-115 0.005
02 R89-610-U5-120 0.005
02 R89-610-120-125 <0.002

02 R89-610-125-130 <0.002
02 R89-610-130-135 0.002
02 R89-610-135-140 0.004
02 R89-610-140-145 0.003
02 R89-610-145-150 0.006

02 R89-610-150-155 0.002
02 R89-610-155-160 0.006
02 R89-610-160-165 0.002
02 R89-610-165-170 0.005
02 R89-610-170-175 0.003

02 R89-610-175-180 0.006
02 M9-610-180-185 0.002
02 R89-610-185-190 0.002
02 R89-610-190-195 0.002
02 R89-610-195-200 0.004

-· Bondar-Clegg, Inc. 
129 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

--

REPORTt 069-32319.4 

SMPLE ELEflENT Au 
lllltBER UNITS OPT 

D2 R89-610-0-5 
D2 R89-610-S-10 
D2 R89-610-10-15 
D2 R89-610-15-20 
D2 R89-610-2o-25 

D2 R8H10-25-30 
D2 RH-610-30-35 
D2 R89-610-35-40 
D2 R89-610-40-45 
D2 R89-610-4S-50 

D2 R89-610-SO-S5 
D2 R89-610-S5-60 
D2 R8H10-60-6S 
D2 R89-61HS-70 
D2 R89-610-70-75 

D2 R8H10-7S-80 
D2 R89-610-8o-8S 
D2 R8H10-85-90 
D2 R89-610-90-9S 
D2 R89-610-9S-100 

D2 R89-610-100-10S 
D2 R89-610-105-110 
D2 R89-610-110-115 
D2 R89-610-115-120 
D2 R89-610-120-125 

D2 R89-610-125-130 
D2 R89-610-130-135 
D2 R89-610-135-140 
D2 R89-610-140-145 
D2 R89-610-145·150 

D2 R89-610-150-155 
D2 R89-610-1SS-160 
D2 R89-610-160-165 
D2 R89-610-165-170 
D2 R8H10-170-175 

D2 R89-610-175-180 
D2119-610-lS0-185 
D2 R89-610-18S-190 
D2 R89-610-190-19S 
D2 R89-610-195-200 

0.006 
0.004 
0.005 

(0.002 
0.007 

0.006 
o.oos 
0.004 
0.004 

(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0,002 

(0.002 
(0.002 
0.004 
0.002 

(0.002 

(0,002 
0.002 
o.oos 
0.005 

(0.002 

(0.002 
0,002 
0.004 
0,003 
0.006 

0,002 
0.006 
0.002 
0.005 
0.003 

0.006 
0.002 
0.002 
0.002 
0.004 

BC ~ 
BONDAR-CLEGG 

A DI\ISIO"l OF It\CHC\PE INSPECTIO\J &. TESTl'IG SER\KES 

PROJECT: R89-610 

SMPLE ELEIIENT Au 
11.MBER UHITS OPT 

D2 R89-610-20o-205 0.005 
D2 R8H10-20S-210 0.007 
D2 R89-610-210-21S 0.008 
D2 RIHl0-215-220 0.013 
D2 R89-610-220-225 0.009 

D2 R8H10-22S-230 0.008 
D2 R89-610-230-235 0.008 
D2 R89-610-235-240 0.006 
D2 R89-610-240-24S 0.008 
D2 R89-610-24S-250 0.004 

D2 R89-610-250-255 0.004 
D2 R8H10-2SS-260 0.003 
D2 R89-610-260-26S 0.003 
D2 R8H10-26S-270 0.002 
D2 R89-610-270-27S (0.002 

D2 RIHt0-275-280 0.005 
D2 R89-610-28o-28S o.~ 
D2 RIHl0-285-~ o.• 
D2 R8H10-290-29S 0.024 
D2 R89-610-29S-300 0.006 
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BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP. 
MR. JIM BARRON 
P.O. BOX 485 
BEAD WOO I), SB 
57732

Invoice s 0015049, Page 1 

Date : 31-OCT-89

Report Nos 
Project s 
Re ferences

089-32319.4
R89-610
0-300

60 Analyses of Gold 
Subtotal

S a m p I e P r e p a v a t i o n
60 Samples of Assay Prep 

727 Samples of Excessive Wetness 
1 Sample of Sample Pickup 

Subtotal

Miscellaneous Charges
4% 8.D. state sales tax 
2% Deadwood city sales tax 

Subtotal

at * 7m00 % 420.00
% 420.00 $ 420.00

at $ 3.00 $ 180.00
at $ 0.20 $ 145.40
at $12.00 $

$
12. 00 

337.40 $ 337.40

$ 13. 50
$ 6. 75
$ 20. 25 $ 20. 25

it n v o i c e T o t a 1 s t 777.65 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Geochemical
Lab Report

BondasJ^egg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D69-32320.4 ( COHPLETE ) REFERENCE INFO: 300-600

CLIENT: BROHH MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-610 DATE PRINTED: 2-N0V-89

ORDER ELEHENT
NUMBER OF 
ANALYSES

LONER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 1029
Saaple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TOs HR. JIH BARRON INVOICE TO: HR. JIH BARRON
HR. JXW MRRQH ------- ------------

~nd9!:.!:..,legg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

., BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISIO, OF INCHCAPE INSPECTIO~ & TESTING SER\ ICES 

REPORT1 039-32320.4 ( cotlPLETE > 

CLIENT: BROHII "IHIHG CORP, 
PROIECT: R89-610 

ORDER 

1 Au 

ELEEHT 

Gold 

SAflPLE TYPES 

D DRIU CORE 

HUltBER 

60 

REMRKS1 Final results are reported. 

REPORT COPIES T01 ltR. Jift BARRON 

HllflBER OF LOUER 
ANALYSES DETECTION LINIT EXTRACTION 

60 0,002 OPT 

SIZE FRACTIONS 

2 -150 

~BER 

60 

REFERENCE INFO: 300-600 

SUBftITTED BY: J, BARRON 
DATE PRIHTED1 2-HOV-89 

NETHOD 

Fire Asuy 

SAltPLE PREPAAATIOHS NUttBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

60 
1029 

1 

INVOICE TO: 11R, Jift BARRON 

l 

J 
7 



Geochemical
Lab Report

Bondat^legg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-140)
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 2-N0V-89

REPORT: D89-32320.4 PROJECT: R89-610 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au

NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-610-300-305 <0.002 D2 R89-610-500-505 0.014
D2 R89-610-305-310 0.003 D2 R89-610-505-510 0.014
D2 R89-610-310-315 <0.002 D2 R89-610-510-515 0.012
D2 R89-610-315-320 0.003 D2 R89-610-515-520 0.006
D2 R89-610-320-325 <0.002 D2 R89-610-520-525 0.003

D2 R89-610-325-330 <0.002 D2 R89-610-525-530 0.002
D2 R89-610-330-335 0.003 D2 R89-610-530-535 0.019

D2 R89-610-335-340 0.004 D2 R89-610-535-540 0.013

D2 R89-610-340-345 0.005 D2 R89-610-540-545 0.019
D2 R89-610-345-350 0.006 D2 R89-610-545-550 0.013

D2 R89-610-350-355 0.004 D2 R89-610-550-555 0.025
D2 R89-610-355-360 0.020 D2 R89-610-555-560 0.018
D2 R89-610-360-365 0.004 D2 R89-610-560-565 0.012

D2 R89-610-365-370 0.004 D2 R89-610-565-570 0.012
D2 R89-610-370-375 0.002 D2 M9-610-570-575 0.002

D2 R89-610-375-380 0.002 D2 R89-610-575-580 <0.002
D2 R89-610-380-385 0.003 D2 R89-610-580-585 0.004
D2 R89-610-385-390 0.005 D2 R89-610-585-590 0.016
D2 R89-610-390-395 0.002 D2 R89-610-590-595 0.011
D2 R89-610-395-400 0.002 D2 R89-610-595-600 0.010

D2 R89-610-400-405 <0.002
D2 R89-610-405-410 0.002
D2 R89-610-410-415 0.002
D2 R89-610-415-420 0.012
D2 R89-610-420-425 0.004

D2 R89-610-425-430 0.003
D2 R89-610-430-435 0.002
D2 R89-610-435-440 0.004
D2 R89-610-440-445 0.011
D2 R89-610-445-450 0.004

D2 R89-610-45O-455 0.009
D2 R89-610-455-460 0.032
D2 R89-610-460-465 0.008
D2 R89-610-465-470 0.030
D2 R89-610-470-475 0.018

D2 R89-610-475-480 0.011
D2 R89-610-480-485 0.017
D2 R89-610-485-490 0.016
D2 R89-610-490-495 0.010
D2 R69-610-495-500 0.005

i

Bondar,r..,Jegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 089-32320.4 

SMPLE ELENENT 
HU"BER UHITS 

D2 R89-610-300-305 
D2 R89-610-30S-310 
D2 R89-610-310-31S 
D2 R89-610-315-J20 
02 R89-610-320-32S 

D2 R89-610-32S-330 
02 R89-610-3Jo-JJS 
D2 R89-610-335-340 
D2 R89·610-340-345 
D2 R89-610-345-350 

D2 R89-610-JSO-JS5 
D2 R89-610-JSS-360 
D2 R89-610-360-365 
02 R89-610-365-370 
02 R89-610-370-375 

D2 R89-610-375-380 
D2 R89-610-380-385 
D2 R89-610-385-390 
D2 R89-610-39o-39S 
D2 R89-610-395-400 

02 R89-610-400-40S 
02 R89-610-405-410 
02 R89-610-410-415 
D2 R89-610-415-420 

Au 
OPT 

(0.002 
0.003 

(0.002 
0.003 

(0.002 

(0.002 
0.003 
0.004 
0.005 
0.006 

0.004 
0.020 
0.004 
0.004 
0.002 

0.002 
0.003 
0.005 
0.002 
0.002 

(0.002 
0.002 
0.002 
0.012 

BC ~ 
BONDAR-CLEGG 

A Dl\'1S10 OF INCHCAPE INSPECTIO. & TESTl'-lG SERVICES 
DATE PRINTED: 2-NOV-89 

Geochemical 
Lab Report 

l'--P_Ro_JE_c_T:_R_B9_-_61_0 ____ PAGE __ 1 ___ ~ 

SMPLE ELE"ENT 
11\mBER UNITS 

02 R89-610-500-505 
02 R&Hl0-505-510 
02 R89-610-510-S15 
02 R89-610-S15-520 
02 R89-610-520-525 

02 R89-610-525-530 
02 R89-610-SJO-SJ5 
02 R89-610-53S-540 
02 R89-610-540-545 
D2 R89-610-545-550 

02 R89-610-S50-S5S 
02 R89-610-555-560 
02 R89-610-S60-S6S 
02 R89-610-565-570 
D2189-610-570-575 

D2 R89-610-S75-S80 
02 R89-610-580-585 
02 R89-610-585-590 
02 R89-610-590-595 
02 R89-610-595-600 

Au 
OPT 

0.014 
0.014 
0.012 
0.006 
0.003 

0.002 
0.019 
0.013 
0.019 
0.013 

0.025 
0.018 
0.012 
0.012 
0.002 

(0.002 
0.004 
0.016 
0.011 
0.010 

_J 
I 

D2 R89-610-420-425 0.004 ___________________ __J 

02 R89-610-425-430 0.003 
02 R89-610-430-4JS 0.002 
D2 R89-610-435-440 0.004 
D2 R89·610-440-445 0.011 
D2 R89-610-445-450 0.004 

02 R89-610-450-455 0.009 
D2 R89-610-455-460 0.032 
02 R89-610-460-465 0.008 
02 R89-610-465-470 0.030 
02 R89-610-470-475 0.018 

7 
I 

-----------~_J 
D2 R89-610-475-480 0.011 
02 R89-610-480-485 0.017 
D2 R89-610-485-490 0.016 
D2 R89-610-490-495 0.010 
02 R89-610-495-500 o.oos 
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a» V-» - BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

13ROHM MI NINO CORP. 
MR. JIM BARRON 
P.O. BOX 485 
DEAD WOOD, BI)
57732

Invoi e e s D 0 A 5 9 06, P a tj e .1

Date t 6-N0U-09

Report Nos 
Project x 
Referenees

l>89-~ 32320. 4 
R69-610 
300-600

60 Analyses of Bold at * 7.00 * 420.00
8u fotota1 * 420.00 * 420.00

S a m pie P rep a r a t i o vs
60 Samples of Assay Prep at * 3.00 1 160.00

LOSS Samples of Excessive Wetness at * 0.20 * 205.60
1 Sample of Sample Pickup a t *12.00 * 12.00

Bubtota 1 * 397.60 * 397.80

M i s> c e 11 a n e o u a 611 a r p e tit
4!& S. D. state sales tax
2 X D © a d w o o d c i t y is a .1 © s t a x 

Subtotal

*
*
*

15. 91
7. 96 

23. 67 * 23.87

Invoiqe rot a1g * 641.67 U.S»

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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Bondar-Cjegg, Inc.
/wO West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDARCLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32321.4 ( COMPLETE ) REFERENCE INFO: 600-700

CLIENT: BR0HM MINING CORP. 
PROJECT: R89-610

SUBMITTED BY: J. BARRON 
DATE PRINTED: 30-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 20 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 20 2 -150 20 Assay Prep 20
Excessive Wetness 346

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar:_r,legg. Inc. .,. 
- 80 West Cedar Dr. " 

ewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ISIO'l Of i[';CHCAPE 11'\SPECTIO'l & TESTl"'G SER\ICL 

REPORT: D89-32321.4 ( CO"PLETE > 

CLIENT: BROH" "!HING CORP. 
PROJECT: R89-610 

ORDER 

1 Au Gold 

D DRILL CORE 20 

RE"ARKS: Final results are reported. 

REPORT COPIES TO : "R. JI" BARRON 
"R. JI" BARRON 

HU"BER OF LOWER 

REFERENCE INFO: 600-700 

SUB"ITTED BY: J. BARROM 
DATE PRINTED: 30-0CT-89 

ANALYSES DETECTION Ll"IT EXTRACTION 

20 0.002 OPT Fire Assay 

SIZE FRACTIONS HU"BER 

2 -150 20 Assay Prep 20 
Excessive Wetness 346 

INVOICE TO: "R. JI" BARRON 

l 



Bondar£tegg, Inc.
.4x0 West Cedar Dr.

Qikewood, Colorado 80228

(303) 989-1404

BONDAR-CUEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32321.4
DATE PRINTED: 30-QCT-89____________
PROJECT: R89-610 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

DE R89-610-600-605 0.007
D2 R89-610-605-610 0.008
D2 R89-610-610-615 0.012
D2 R89-610-615-620 0.005
D2 R89-610-620-625 0.006

D2 R89-610-625-630 0.010
D2 R89-610-630-635 0.020
D2 R89-610-635-640 0.010
D2 R89-610-640-645 0.009
D2 R89-610-645-650 0.011

D2 R89-610-650-655 0.016
D2 R89-610-655-660 0.015
D2 R89-610-660-665 0.005
D2 R89-610-665-670 0.009
D2 R89-610-670-675 0.019

D2 R89-610-675-680 0.006 
D2 R89-610-680-685 0.005 
D2 R89-610-685-690 0.005 
D2 R89-610-690-695 0.013 
D2 R89-610-695-700 0.011
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D2 R89-610-60-0-605 
D2 R89-610-605-610 
D2 R89-610-610-615 
D2 R89-610-615-620 
D2 R89-610-620-625 

D2 R89-610-625-630 
D2 R89-610-GJ0-635 
D2 R89-610-635-640 
D2 R89-610-640-645 
D2 R89-610-645-650 

D2 R89-610-650-655 
D2 R89-610-655-660 
D2 R89-610-660-665 
D2 R89-610-665-670 
D2 R89-610-670-675 

D2 R89-610-675-680 
D2 R89-610-680-685 
D2 R89-610-685-690 
D2 R89-610-690-695 
D2 R89-610-695-700 

Au 
OPT 

0.007 
0.008 
0.012 
0.005 
0.006 

0.010 
0.020 
0.010 
0.009 
0.011 

0.016 
0.015 
0.005 
0.009 
0.019 

0.006 
0.005 
0.005 
0.013 
0.011 
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, BONDAR CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BRQHM MINING CORP. 
MR- JIM BORROW 
P.O. BOX 485 
DEADWOOD, SD 
57732

Invoice s 00:15756, Page ;l 

Date s 30-OCT 89

Report Noa 
Project a 
References

089-32321.4
R89-610
600-700

20 Analyse® of Gold 
Subtotal

S a m p 1 e P r e p a v a t i o n
20 Samples of Assay Prep 

346 Samples of Excessive Wetness 
Subtotal

at f> 7.00 '4> 140.00
4> 140.00 % 140.00

at * 3.00 «■ 60.00
at % 0.20 % 69.20

* 129.20 4> 129.20

Miseellaneous Charges
4% S. I). state sale® tax 
2X Deadwood city sales tax 

Subtotal

% 5.17
* 2.58
* 7.75 $ 7.75

Invoice Totals *> 276.95 IJ.S.

a

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

,J • SONOAR-a.EliG 

BF UHl'i l't lH I llli t lhl-' 

I F, J [l'i bl)f 'fWI I 
t: 1 .. U .. I,i_i;;, •,H'.J 
If 'H>MOO:O i 1:.iD 

I //ji_"l 

i.~o hn,:1. t 'f ,,, (\f Ul l.d 
b!.1.btot 

() '.\Ill pt e 1:1 j'(:• p,:1. r,,, .. , :L •:l tl 

i.'.'. t) G ,'.\ m p 1. P · ,, ·f· i'-l •- -. ~-, . ' ·' r < • I 1 

~, ..... G [;) ct flip I. I ' .- ) f r:- X ( \ f ~ . V . I_, l 1 ' 

~>1.tbt1t,d 

ti 1 1 t f> ,. I \ l"l('•,l.L, l I I I' qt~~ 
, "" ~) .. D 1:; t, -. t (:' .· ,.~ I €-: 

,:_~~; 1.)p,:i.dwo,.i,1 , :1. ty c".\.1.1·0•·, 

St t b t c, t ·, .1. 

l\ 1:) I 

l.- .I, 

-~ t 

l ('t I 

flVlll• f.' 

Bondar-C'Iegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

DO.I.,,:-.:_. , I' •I q €. 1 

<, (l( 1 h':J 

R._ip,,·i t; l·tn. 
I·' , q J e r· 'L 

)fr,rt ]._'~) ) .I • /t 

h'. 8 'J - :;;, l ~> 
F'r: , • f•E·.' 11, ·· • :,00 700 

I .. } f l 

..., . ) ) t:-
\, '' 

() 

t, 

I> 

I. I¼( I 00 
140.0\) 

(. d• tJfj 

(. '- . 0 
1 , ') • • )o 

,J ff .I 
,_, , '.,n 

··1' {" ' ..... , 

I> 

I> 

·, 

11+0 .. ) •.) 

. i" ')- ,>() 

,.' 1 ( • ·, _, I I., 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 


